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ABSTRACT: When a telechelic polyisoprene (PIP) end-capped with tertiary amine groups is blended with
an immiscible telechelic polystyrene (PS) terminated with either sulfonic or carboxylic acid functions, a

proton transfer occurs from the acid to the amine end groups. Viscoelastic properties of these blends support
the formation of either ammonium sulfonate or ammonium carboxylate linkages between PS and PIP in a

manner analogous to block copolymerization. Due to the low stability of ammonium carboxylates, the related

polyblends have been investigated up to 100 °C and they show Te of each polymeric partner. When PS and
PIP chain ends are associated through more thermally stable ammonium sulfonates, the thermal depend-
ences of storage and loss shear moduli show two additional relaxation processes at least in some range of
PSand PIP molecular weights. By analogy with SAXS analysis of similar polyblends, these relaxations have
been assigned to a classic order-disorder transition similar to that seen in. traditional block copolymers and
to the irreversible dissociation of the sulfonate salts at higher temperatures, respectively. These additional
transitions which involve a change in phase morphology have been confirmed by the “Cole-Cole” log G" vs

log G' plots.

Introduction

Nowadays, the fine tailoring of multiphase polymers is

one of the most efficient ways to generate new organic
materials of high performance.1"9 That opportunity has

been highlighted for the first time by the poly(styrene-
b-diene-b-styrene) triblock copolymers which behave as

thermoreversibly cross-linked rubbers and are commer-

cialized as thermoplastic elastomers.4 Compared to block

copolymerization, melt blending of available polymers
using traditional processing equipment is a more conve-

nient way to produce multiphase polymeric materials.1"3,5^

Although in these systems each of the partners retains its
own properties, the overall physicomechanical behavior
is only satisfactory when two demanding structural
requirements are met: (i) a controlled microphase sep-
aration in relation to a proper interfacial tension and/or
appropriate processing conditions; (ii) an interphase
adhesion strong enough to assimilate stresses and strains
without disruption of the established morphology. Several

strategies have been proposed with the view of reaching
these targets.5 Creating a practically irreversible mor-

phology either in the polymerization process itself (e.g.,
HIPS and ABS resins)10 or in the blending process is a

first possible approach.5·7·8 A more general strategy
consists of using diblock copolymers of tailored structure
and molecular weight as interfacial agents.1·5·11"24 These

polymeric additives can lead to excellent properties of the
final materials even when used in rather low amounts (ca.
1-2 wt %). Mutual interaction of functional groups
randomly attached, one on each immiscible polymer of a

binary blend, is another means of controlling interfacial
tension and interphase adhesion. Several types of inter-
action can be promoted, e.g., acid-base, dipole-dipole,
ion-ion, and ion-dipole interactions, hydrogen bonding,

* To whom correspondence should be addressed.
1 Present address: Machelen Chemical Technology Center, Exxon

Chemical International Inc., 2, Nieuwe Nijverheidslaan, B-1831 Ma-
chelen, Belgium.

charge-transfer complexes, and metal-ligand coordination

complexes.25

The beneficial effect of mutual acid-base interactions
on the main characteristics of polyblends has been reported
in the scientific literature.25"30 For instance, ionic cross-

interactions between originally immiscible polymers are

generated by a proton transfer from acid groups attached
to one polymer to amino groups present on the second

polymer. For that transfer to be quantitative, pKa’s of
the acid and amino groups have to be different by at least
3 units.25 This is the reason why sulfonic acid/aromatic
amine (ApKa 4) is a commonly used acid/base pair. The
effect promoted by the mutually interacting groups
depends on their concentration. Below a critical value (5
mol % with respect to the monomeric units of the modified

polymer), polystyrene/poly(ethyl acrylate) and polystyrene/
polyisoprene blends are opaque and show two Tg’s,
although their mechanical properties are improved. Above
the critical ionic content, blends are transparent and
exhibit a unique Tg which is, however, observed as a broad
relaxation peak by mechanical measurements, suggesting
that miscibility does not exist at a scale smaller than 10

nm.25 Spectroscopic and mechanical studies on blends of
sulfonic acid containing polystyrene and polyurethane also

show that a proton transfer takes place from the sulfonic
acid groups to the urethane moieties.31"33 Interestingly
enough, when used at a rate of at least 13 mol %, car-

boxylic acid and pyridine units are able to promote the

miscibility of poly(methyl methacrylate) (PMMA) and

poly(butyl acrylate).34 A positive effect of hydrogen
bonding has also been reported for blends of poly(2-vi-
nylpyridine) and poly(ethylene-co-methacrylic acid).35

Finally, carboxylic acid-urethane interactions are likely
to occur since mechanical properties of polystyrene/poly-
urethane blends are improved when polystyrene is mod-
ified by carboxylic acid groups.36·37

Proton transfer from acid end groups of one telechelic

polymer to dimethylamine end groups of an immiscible
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telechelic partner has been investigated as a model system
for the more complex situation in which intermolecular
ionic bonding or hydrogen bonding is promoted by
interactive moieties distributed at random along the

polymeric backbones.38-42 Since the spontaneous trend
of the blended polymers to demix is counterbalanced now

by cross-interactions between the chain ends of each

polymeric component, these mixtures are expected to
mimic closely the phase morphology and general properties
of the corresponding multiblock copolymers. That analogy
has been substantiated by several techniques. IR spec-

troscopy38·41 supports the occurrence of proton transfer
from carboxylic acid to dimethylamine end groups with
the formation of “interchain” ammonium carboxylate ion

pairs (eq 1). Optical microscopy shows that the phase

-PA—COOK + R2N~^PB«

-PA—COO R2NH*~PB- (1)

separation of PA and PB is controlled by the ion pairs
bridging the chain extremities to a level that depends (i)
on the nature of PA and PB and their intrinsic immis-

cibility, (ii) on the ion pair content, in relation to molec-
ular weight of PA and PB, and (iii) on the strength of the
ion pairs, ammonium sulfonates being more effective in

fighting the immiscibility of PA and PB than ammonium

carboxylates.41 Tg measurements are in qualitative agree-
ment with the general pattern reported for multiphase
block polymers.38·41 The solution viscosity of PA and PB
telechelic polymer blends in a common, apolar solvent is

significantly modified by the ionic bonding between the

polymers and the possible dipolar interactions of the

bridging ion pairs.41 Finally a temperature-dependent
small-angle X-ray scattering study has shown that the

morphology of the polyblends closely resembles that seen

in covalently bonded block copolymers.39 When ammo-

nium sulfonate ion pairs are concerned and depending on

the molecular weight of PA and PB, a classic order-disorder
transition is observed and even possibly followed by the
effect of a critical solution temperature. This paper deals
with the viscoelastic properties of blends of a,w-bis(di-
methylamino)polyisoprene [PIPfNRzk] and  , -dicar-
boxy- or -disulfopolystyrene [PS(COOH)2 or PS(S03H)2].
The effect of the bridging ion pairs and their strength and
content will be considered, and the dynamic mechanical
behavior will be related as much as possible to the phase
morphology previously investigated by SAXS.

Experimental Section

Sample Preparation. Telechelic polymers were prepared
by anionic polymerization. Pure and carefully dried monomers

and solvents were used. Isoprene and styrene were dried over

CaH2 at room temperature and distilled under reduced pressure
just before use. Isoprene and styrene were mixed with rc-bu-

tyllithium and lithium fluorenyl, respectively, and again distilled
before polymerization.

Polymerization was performed in previously flamed and

nitrogen-purged flasks equipped with rubber septums. Hypo-
dermic syringes and stainless-steel capillaries were used to handle

liquid products under a nitrogen atmosphere. a,o)-Bis(dimeth-
ylamino)polyisoprene was anionically prepared in THF, at -78

°C, using sodium naphthalene as a difunctional initiator,  , -

Disulfopolystyrene was prepared under the same experimental
conditions except for the counterion of the active species which
was Li instead of Na. The initiators resulted from the reaction
of naphthalene with a slight excess of the appropriate alkaline
metal in THF at room temperature.

The living macrodianions were deactivated by anhydrous
carbon dioxide,43 1,3-propane sultone,44 and l-chloro-3-(dime-
thylamino)propane45 with the formation of  , -dicarboxypoly-

Table I
Molecular Characteristics of Telechelic Polymers

sample M„, X10"3 Mw/Mn Mt,° X10"3 Z6

PIP(NMe2)218K 18.0 1.2 19.5 1.85

PIP(NMe2)2 38K 38.4 1.3 41.5 1.86

PS(COOH)213K 13.2 1.4 13.5 1.96

PS(S03H)2 9K 9.1 1.3 10.0 1.82

PS(S03H)215K 14.6 1.2 15.8 1.85

0 Mt = molecular weight determined by titration of the end groups.37
b f = functionality = 2 MJMt.

Table II
Compositions and Code Names of Blends of Telechelic

Polymers

blends0 code name

PIP(NMe2)2 38K-PS(COOH)213K M38-13C
PIP(NMe2)2 38K-PS(S03H)2 9K M38-9S
PIP(NMe2)2 38K-PS(S03H)215K M38-15S
PIP(NMe2)218K-PS(COOH)213K M18-13C
PIP(NMe2)218K-PS(S03H)2 9K M18-9S
PIP(NMe2)218K-PS(S03H)215K M18-15S

“PIP/PS = 1/1 (mol/mol).

styrene [PS(COOH)2],  , -disulfopolystyrene [PS(S030H)2],
and a,ü>-bis(dimethylamino)polyisoprene [PIP(NMe2)2], respec-
tively.

The microstructure of the polyisoprene was found to be a

mixture of 1,2/3,4 in a ratio of 35/65. Molecular weights of the
telechelics were controlled by adjusting the monomer to initiator
molar ratio. The molecular weight and polydispersity of the
telechelic polymers were measured by size-exclusion chroma-

tography (SEC), as reported elsewhere.45 The functionality was

calculated from the M„ value (SEC) and from the potentiometric
titration of the end groups. Dimethylamino groups and acid

groups (COOH and S03H) were titrated with perchloric acid and

tetramethylammonium hydroxide, respectively, in a 9/1 toluene/
methanol mixture. Polyisoprene was carefully stabilized by an

antioxidant (1 wt % of Irganox 1010).

The main molecular characteristics of telechelic polymers are

reported in Table I.

Polymer blends were prepared by means of solvent-casting
techniques. Separate solutions of each polymer in a 9/1 toluene/
methanol mixture were prepared. After having mixed the proper
volumes of each solution (so that the acid/amine molar ratio was

1), the solutions were allowed to stir for 24 h before casting.
Films were prepared by a slow evaporation of the solvent followed

by vacuum drying to constant weight at 70 °C (ca. 1 month).
Samples for dynamic mechanical measurements were prepared
by compression molding at 2 MPa and 140 °C for 20 min. Table
II summarizes the compositions of the blends investigated in
this study together with their code names.

Differential Scanning Calorimetry (DSC). DSC thermo-

grams were recorded, from -40 up to +200 °C. Samples were

previously annealed at 200 °C for 15 min. A Perkin-Elmer DSC-
4 was used at a heating rate of 20 °C/min under a constant flow
of dry nitrogen.

Dynamic Mechanical Measurements. A Rheometrics me-

chanical spectrometer (RMS 605S) was used with a parallel-
plate geometry. The 25-mm-diameter specimen in a 1.4-mm-
wide gap was tested under a constant flow of dry nitrogen.
Measurement were carried out at a constant frequency (t- = 1 Hz)
and a constant heating/cooling rate of 2 °C/min. Isothermal

frequency scans at frequencies from 0.016 to 16 Hz were conducted
for M38-13C and M18-15S blends.

Results and Discussion

Effect of Strength of the Ion Pairs and of Their
Mutual Interactions. Figures 1-3 illustrate the thermal

dependence of the storage (GO and loss (G") shear moduli,
measured at a frequency of 1 rad s-1 for blends containing
PIP(NR2)2 38K (where 38K refers to molecular weight)
associated to PS (SOsH^ 15K, PS(S03H)2 9K, and PS

(COOH)2 13K, respectively.
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Figure 1. Storage (GO and loss (G") shear moduli vs temper-
ature (1 Hz) for the M38-15S blend (Table II).

Figure 2. Storage (GO and loss (G'O shear moduli vs temper-
ature (1 Hz) for the M38-9S blend (Table II).

Figure 3. Storage (GO and loss (G") shear moduli vs temper-
ature (1 Hz) for the M38-13C blend (Table II).

All the G" curves show a maximum in the temperature
range of 70-80 °C. Such a relaxation has been assigned
to the glass transition of polystyrene (or polystyrene-rich)
phases. Above that transition temperature, the material
clearly starts to flow. That interpretation assumes that
the investigated blends are phase separated. This has
been confirmed elsewhere41 and shown in this study by
differential scanning calorimetry (DSC). Indeed, two Tg’s
are reported (Table III) which compared to Tg of the parent
PIP and PS are characteristic of phases of that nature.
The difference in the Tg’s for each type of phase is also
mentioned in Table III. ATg is smaller by ca. 10 °C when

Viscoelastic Properties of Telechelic Polymer Blends 2653

Table III
Tg’s of Telechelic Polymers and Binary Blends

sample Tgi, °C Tg2, °C ATtb

PIP 18K“ 3

PIP 38K° 17

PS 9K“ 95

PS 13K“ 97

PS 15K 98

M38-13C 17 112 95

M38-15S 20 108 88

M38-9S 19 107 88

M18-13C 14 113 99

M18-15S 18 106 88

M18-9S 18 105 87

a Polymer free from functional end groups.
6

ATf = “

T$l.

Figure 4. Comparison of the log G' vs temperature curve (1 Hz)
for M38-15S and M38-13C blends (Table II).

the chain ends are held together through ammonium sul-
fonate ion pairs rather than carboxylate ones. This
indicates that an increase in the strength of the bridging
ion pairs is in favor of an improved miscibility, all the
other conditions being unchanged.

Figure 4 compares the G' curves for two blends M38-
15S and M38-13C which essentially differ on the nature
of the acid end groups.

The intermediate plateau below 70-80 °C extends over

a larger temperature range, and G' of that plateau is higher
when PS is end-capped by a sulfonic acid. These obser-
vations mean that ammonium sulfonates are stronger
dipoles than their carboxylate counterparts and that their
mutual interactions stabilize a stronger chain network.
Indeed the telechelic polymer blends under investigation
can be depicted not only as an ionically bonded block

copolymer but also as a two-component (PS and PIP) ion-
omer of the sulfonic type. In this regard, it is well-known
that the mutual association of sulfonate ion pairs improves
the high-temperature properties of the ionomer much more

effectively than carboxylate dipoles do.46

At 70 °C, the M38-13C blend starts to flow rapidly which
reflects the fast disruption of the mutual association of
the ammonium carboxylate ion pairs and most likely the
thermal rupture of the ion pairs themselves with release
of the carboxylic acid and dimethylamine end groups. It
is worth pointing out that a PS(COOH)213K sample has
been previously neutralized with triethylamine and then
heated at 130 °C under vacuum. The back proton transfer
has been observed as supported by the quantitative
elimination of triethylamine47,48 (eq 2). In contrast to M38-

130 °C

PS(COO~ +HNR3)2
— PS(COOH)2 + 2NR3 (2)

in vacuo
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Table IV
Molar and Weight Compositions of Binary Blends of

Telechelic Polymers

pip_ ps so3-n+:
code name mol %< wt % mol %° wt % mol %°

M38-15S 79.3 71.7 20.4 28.3 0.28

M38-9S 86.3 80.9 13.4 19.1 0.31

M18-15S 64.4 54.5 35.1 45.5 0.49

M18-9S 74.9 66.7 24.5 33.3 0.57

0 On the basis of the monomer content.

Figure 5. Storage (G') and loss (G") shear moduli vs temper-
ature (1 Hz) for the M18-15S blend (Table II).

13C, the occurrence of the flow regime is delayed in the
M38-15S blend and the decrease in G' at increasing tem-

perature is much slower. For instance, the complex shear
modulus of M38-15S is easily measured at 150 °C (Figure
1) whereas it is already too small to be measured accurately
at 100 °C for the M38-13C mixture (Figure 3). This is the

consequence of the highest thermal stability of the
ammonium sulfonate ion pairs compared to the carbox-

ylate ones.47’48

Effect of the Ion Pair Content. In the previous blends,
the molecular weight of PStSOsHh associated to PIP-
(NH2)2 38K was changed from 15K to 9K and no

substantial modification in the viscoelastic behavior was

noted (see Figures 1 and 2). It must, however, be stressed
that the ion pair content remained essentially unaffected
as calculated in Table IV. This is the reason why a second
series of blends was prepared in which the molecular weight
of PIP(NH2)2 was made to decrease by a factor of 2.

Accordingly, the ion pair content was increased by ca.

80% with respect to samples of the first series (Table IV).
Figures 5 and 6 show the G' and G" curves for the M18-

15S and M18-9S mixtures which are basically different
from those reported for the related blends containing
PIP(NR2)2 of a twice as high molecular weight (Figures
1 and 2). Actually, two additional transitions are observed
on the high-temperature side. In order to assign the
relaxation processes observed in the investigated temper-
ature range, it is worth referring to Tg data of Table II.
In spite of a substantial increase in the ion pair content,
the telechelic polymer blends are still phase separated
and the Tg of each phase as measured by DSC is not

significantly modified. According to the G" curves of
Figures 5 and 6, the first maximum on the low-temper-
ature side is observed at 65 °C and the next one at 120-
130 °C. One of these maxima should be attributed to the

Tg of polystyrene-rich phases. The decrease in the PIP
molecular weight together with the increase in the content
of the ion pairs which have to accumulate in the interfacial
region is expected to enhance the polymer miscibility and

TEMPERATURE ( C!

Figure 6. Storage (G') and loss (G") shear moduli vs temper-
ature (1 Hz) for the M18-9S blend (Table II).

Figure 7. Schematic phase diagram of blends of PIP(NR2)2 and
PS(COOH)2 or PS(S03H)2.35

move Tg’s closer together. On that basis, the glass
transition of the PS-rich phases should be at the origin of
the relaxation at 65 °C. If this is so, dynamic mechanical
measurements conclude to a decrease in Tg of the rigid
phases when the PIP molecular weight is decreased from
38K to 18K. The apparent contradiction with DSC data
(Table III) will be discussed later.

The additional relaxations observed at 120-130 and 160-
180 °C, respectively, have something to do with the sul-
fonate ion pairs and their association, since polystyrene
ionomers of the sulfonic type exhibit an ionic relaxation
in that range of temperature.49 It is, however, of great
significance to refer now to a previous study on the thermal
dependence of the SAXS profile of blends comprising
PIP(NR2)218K and a,w-disulfopoly(a-methylstyrene) of
various molecular weights.39 From that study, the general
phase diagram schematized in Figure 7 has been proposed
where UCST is the upper critical solution temperature of
the constituent telechelic polymers, MST is the mi-
crophase-separation temperature of the ionic copolymers,
Tg is the glass transition of the hard phases, and T¡ is the
temperature at which the bridging ion pairs forming the
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block copolymers are disrupted. T¡ depends on the
strength of the ion pairs, the intrinsic immiscibility of the

polymer pair, and the molecular weight of each of them.
When Ti is above both Tg and the MST curve (represen-
tative system A), an order-disorder transition occurs when
the microphase-separated system goes across the MST
curve and a uniform melt is observed. At higher tem-

peratures, i.e., greater than T¡, the effective homogeneous
copolymer melt is broken up into the constituent ho-

mopolymers and phase separation of the homopolymers
occurs. The two additional relaxation mechanisms of
Figures 5 and 6 could now be accounted for. The maximum
in G" at 120-130 °C should correspond to the classical
order-disorder transition seen in covalently bonded block

copolymers. In the investigated blends (M18-15S and

M18-9S), that transition is actually triggered by the
relaxation of the ion pair association.50"53 In other words,
the mutual interactions of the ammonium sulfonate ion

pairs are unable to stabilize a microphase-separated
morphology at temperatures higher than 120-130 °C. As

long as the ion pairs are stable, chains retain a “blocky”
structure and the system remains homogeneous at the

microscopic level. At higher temperatures (160-180 °C)
the thermal breakup of the ammonium sulfonate ion pairs
occurs together with a release of sulfonic acid and tertiary
amine end groups, resulting in a macrophase separation.
This is supported by the elsewhere-reported observation
that ammonium sulfonates attached at the end of a

polystyrene chain are unstable above 180 °C.47,48 Since
it is well-known that aliphatic sulfonic acids are unstable
at such high temperatures, the ionic block copolymer
structure is irreversibly lost. It is now worth mentioning
that the samples analyzed by DSC in this study have been

previously annealed at 200 °C in order to make them free
from any residual solvent. That pretreatment might
explain the discrepancy in Tg values determined by DSC
and dynamic mechanical measurements. When the high-
temperature pretreatment is not applied, data provided
by the two methods are consistent.41 The G' and G" curves

reported in Figures 1-3 can also be rationalized by referring
to the phase diagram of Figure 7 where B is the repre-
sentative system. Since T¡ is below Tg, as soon as Tg is

reached, the components of the ionic block copolymer
behave as individual homopolymer molecules below the
UCST and coarse phase separation ensues. Thus, above

Tg of the rigid PS phases, no additional relaxation is

expected to occur, as is actually observed. Figure 8 sche-
matizes the three main phase situations which can be

observed when ion pairs associate the chain ends of
immiscible telechelic polymers.

Transitions observed at 120-130 and 160-180 °C in

Figures 5 and 6 have been assigned to relaxation processes
that involve a change in the phase morphology: an order-
disorder transition and a macrophase separation of a

homogeneous system. Very interestingly, Han et al.54-56

have proposed a method which has proven to be fruitful
in giving prominence to the order-disorder transition in

poly (styrene-  -isoprene- b-styrene) copolymers.57 The
method consists of first recording the isothermal depend-
ence of G' and G" on frequency and then plotting log G"
versus log G'. These graphs are actually Cole-Cole plots
on a log-log scale. As long as the morphology remains
unchanged in the investigated temperature range, iso-
thermal log G" vs log G' curves superimpose with formation
of a single “master curve”.54 In contrast, when the phase
morphology is modified, the superposition fails at least
until it becomes again temperature independent. On the
basis of that criterion, the Cole-Cole plot of Figure 9 shows
that the morphology of the M38-13C mixture is preserved
from 40 up to ca. 100 °C, i.e., up to the origin of the viscous

'·......I-

Figure 8. Representation of the main phase situations observed
in blends of immiscible telechelic polymers, where sche-
matizes an ammonium carboxylate (~COO"R2+NH-) or sulfonate
(-SC>3"R2+NH-) ion pair.

7

6

4

3

2 3 4 5 6 7

log G' ( Pa )

Figure 9. log G' vs log G" curves for the M38-13C blend (Table
II).

6

,
4

3

2

2 3 4 5 6

log G' ( Pa )

Figure 10. Cole-Cole plot for the M18-15S blend (Table II).

flow regime. Thus, as long as Tg of the PS phases is not
exceeded, the two-phase structure is stabilized by that
rigid PS component in agreement with Figure 7 (repre-
sentative system B). When the M18-15S blend is con-

cerned, the situation radically changes, as illustrated by
Figure 10. The superposition of the log G" vs log G' curves

does not fit in two temperature ranges. The first one

extends approximately from 115 to 155 °C, which corre-

sponds satisfactorily to the second relaxation seen in
Figure 5. The Cole-Cole plot gives accordingly credit to
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the assignment of an order-disorder transition to that
relaxation. The same conclusion can be drawn for the
second temperature range in which superposition of the
Cole-Cole plot does not work (i.e., above ca. 165 °C), since
it fits the third relaxation observed in the viscoelastic
curves of Figure 5 and substantiates the attribution of a

macroscopic phase demixing.
In conclusion, there is a very good agreement between

the viscoelastic properties of blends of a,o>-bis(dimeth-

ylamino)polyisoprene and  , -dicarboxy- or -disulfopoly-
styrene and the phase morphology which has been
determined by SAXS for analogous blends.39 The relative

positions of Tg of the PS phases, the order-disorder
transition temperature of the bridging ion pairs (T¡), and
the MST curve play a key role. That situation can

interestingly be controlled by (i) the intrinsic strength of
the ion pairs (ammonium carboxylates against sulfonates)
which affects the partial miscibilitity of PS and PIP (thus

Tg of the PS phase), the strength of the mutual ion pair
association (thus the MST value), and T¡ and by (ii) the
molecular weight of the telechelic polymers, i.e., the

thermodynamic repulsion of PS and PIP which acts

adversely onto the electrostatic interactions of the am-

monium cation and sulfonate (or carboxylate) anion, as

well as on their mutual association. As a result, it is quite
possible to go through the whole phase diagram shown on

Figure 7 and to change deeply the viscoelastic behavior of
the polyblends.
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