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ABSTRACT

The choice of substrate orientation for semiconductor quantum dot circuits offers opportunities for tailoring spintronic properties such as
g-factors for specific functionality. Here, we demonstrate the operation of a few-electron double quantum dot circuit fabricated from a
(110)-oriented GaAs quantum well. We estimate the in-plane electron g-factor from the profile of the enhanced inter-dot tunneling
(leakage) current near-zero magnetic field. Spin blockade due to Pauli exclusion can block inter-dot tunneling. However, this blockade
becomes inactive due to hyperfine interaction mediated spin flip-flop processes between electron spin states and the nuclear spin of the host
material. The g-factor of absolute value ~0.1 found for a magnetic field parallel to the direction [110] is approximately a factor of four lower
than that for comparable circuits fabricated from a material grown on widely employed standard (001) GaAs substrates and is in line with
reported values determined by purely optical means for quantum well structures grown on (110) GaAs substrates.

Published under a nonexclusive license by AIP Publishing. https://doi.org/10.1063/5.0086555

I. INTRODUCTION

Quantum spintronic properties offer a valuable and diverse
resource for numerous quantum nano-technologies: see, for
example, the reviews in Refs.] and 2. An important choice at the
start of a process to fabricate a semiconductor spintronic device
concerns the substrate orientation. While the standard and readily
available (001) substrate is widely employed, other substrate orien-
tations may be appealing. In the context of potential spintronic
applications, quantum wells (QWs) grown on (110) GaAs sub-
strates as compared to those grown on (001) GaAs substrates have
attracted interest for properties such as suppressed spin relaxation

and spin relaxation anisotropy,”'’ unidirectional (out-of-plane)
spin-orbit interaction and spin-helix state,"**" electron g-factor
anisotropy,”' anisotropic spin transport,”” and absence of weak
anti-localization for a perfectly symmetric QW.”

GaAs QWs grown on GaAs substrates other than (001) also
offer large and highly anisotropic g-factors for holes confined in
two dimensions.”” For the case of a (001)-oriented QW, the heavy-
hole g-factor is close to zero for a magnetic (B-) field applied in the
plane of the QW.”"” In contrast, for a low symmetry growth
direction such as [110], the in-plane heavy-hole g-factor is signifi-
cant and anisotropic. A GaAs QW grown on a (110) GaAs
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substrate is potentially attractive for coherent photon-to-spin
conversion.””" This is because the lowest energy states in the
valence band with dominant heavy-hole character may be signifi-
cantly split for the Voigt measurement configuration to enable the
necessary V-shaped arrangement of three levels to transcribe the
photon state to the electron spin state.”*™"

Here, we demonstrate the operation of a few-electron double
quantum dot (DQD) with a nearby charge detector that is fabri-
cated from a (110)-oriented GaAs QW structure. We estimate the
in-plane electron g-factor from the Gaussian profile of the elevated
leakage current near-zero B-field arising from the partial lifting of
Pauli spin blockade (PSB)**~** by electron spin nuclear spin mixing
facilitated by the hyperfine interaction.” The g-factor of absolute
value ~0.1 found for an in-plane B-field directed along [110] is
approximately a factor of four lower than that typically encountered
for comparable DQD devices fabricated from hetero-structures
grown on more standard (001) GaAs substrates.

Il. MATERIAL AND CHARACTERIZATION

The details of the QW structure grown by molecular beam
epitaxy are as follows. On the (110) GaAs substrate, first, a thick
1000 A buffer layer is grown followed by a smoothing and clean-up
superlattice with 20 periods of 24 A GaAs/24 A AlAs. The subse-
quent epilayers consist of a 1000 A Aly33Gage,As lower barrier, a
120 A GaAs QW, a 250 A Al 53Gag6,As undoped upper barrier, a
350 A Aly33Gage;As Si-doped upper barrier, and finally a 50 A
GaAs cap layer. The growth temperature is 490 °C throughout the
whole growth process except for one additional 120s high-
temperature annealing break at a temperature of 635 °C after the
first 1000 A buffer layer. All temperatures are given pyrometer
readings. During the whole structure and annealing breaks, a rela-
tively high arsenic beam equivalent pressure of 1.3 x 107> Torr is
maintained with the As-cracker zone kept at 700 °C, i.e., mainly
keeping the As,-molecules uncracked. For our preliminary investi-
gation of a (110)-oriented GaAs QW structure for gated QD
devices, the choice of a 12 nm wide QW, inspired by the work of
Hiibner et al.,”' offers a finite electron in-plane g-factor although of
a smaller absolute value compared to that for a (001)-orientated
QW of the same width. The finite g-factor allows spin manipula-
tion, although we note that a reduction in the well width to
~7.5nm can drive the in-plane g-factor to essentially zero”"**: a
feature attractive for coherent photon-to-spin conversion.”*!

To characterize the two-dimensional electron gas confined in
the (110)-oriented GaAs QW quantum Hall measurements are per-
formed with a standard Hall bar. Figure 1 shows the longitudinal
resistivity (py) and transverse resistivity (py,) measured in the dark
at 1.5K. The carrier density and mobility, respectively, are deter-
mined to be 9.3 x 10" cm™ and 8.5 x 10* cm?*/V s

lll. DEVICE STRUCTURE

Figure 2(a) shows a scanning electron micrograph of the DQD
device highlighting just the active metallic gates on the surface of
the (110)-oriented GaAs/AlGaAs QW structure. A global top gate
is also employed (not shown in the image). Voltages Vi and Vg,
respectively, on the left (L) and right (R) plunger gates regulate the
number of electrons M and N on the left and right QDs. The
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FIG. 1. Quantum Hall effect characteristics of the (110)-oriented GaAs QW. The
longitudinal resistivity (py) and the transverse resistivity (p,,) are measured in
the dark at 1.5K. py at 0 T is 790 Q. The carrier density and mobility, respec-
tively, are 9.3x10'°cm=2 and 8.5 x 10* cm?Vs The Ohmic contacts here are
annealed at 450 °C for 2 min. Plateaus in p,y at filling factors v=1, 2, 3, and 4
are indicated.

current, Ipgp, flowing through the DQD, in response to a source-
drain bias voltage, Vgp, and the current, Ics, flowing through the
nearby QPC charge sensor are measured. An in-plane B-field is
applied parallel to the [110] direction (the DQD is aligned along
the [001] direction). All measurements on the DQD device are per-
formed in a dilution refrigerator and the electron temperature is
~135mK.

IV. RESULTS AND DISCUSSION

For the DQD investigated, we are able to enter the few-
electron regime but are impacted by potential fluctuations leading
to the formation of incidental QDs that couple to the DQD of
interest. We believe this non-ideal potential landscape reflects the
material grown on the non-standard (110) substrate. In particular,
the left QD region splits into a larger QD and a smaller QD: see
cartoon inset in Fig. 2(b). Because of this, the full stability diagram
is shown in Fig. 2(b) is quite complex, and we could not study in
isolation the region of the stability diagram with the minimal con-
figuration of one permanently trapped electron in either the left
QD region or the right QD region necessary to perform PSB mea-
surements in the limit of the fewest electrons.”””* Instead we focus
on distinct transport triangles (that do not overlap with transport
triangles from other pairs of triple points at high bias) showing
clear signatures of PSB with respect to bias polarity for which the
effective DQD system consists of the larger QD on the left side,
containing a few electrons (the exact number is not known since
gate leakage starts to occur before the dot could be emptied), and
the right QD containing a known number of electrons. The smaller
QD on the left side contains one electron and is a “spectator”
playing no role in the following discussions. Figure 2(c) shows the
charge detection signal, dIcs/dVy, and Fig. 2(d) shows the simulta-
neously measured transport signal, Inqp, as a function of Vi, and
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FIG. 2. (a) Scanning electron micrograph of DQD device showing active gates
on the surface of the (110)-oriented GaAs/AIGaAs QW structure. A global top
gate on an insulating material is also present (not shown). Voltages V| and Vg,
respectively, on the left (L) and right (R) plunger gates control the number of
electrons M and N on the left and right QDs. The crossed boxes represent
Ohmic contacts used to measure the current, Ipqp, through the DQD and the
current, Icg, through the QPC charge sensor. S (D) identifies the source (drain)
Ohmic contact of the DQD. An in-plane B-field is applied parallel to the [110]
direction. Scale bar: 200 nm. (b) Stability diagram measured with the QPC
charge sensor. Here, Vsp=0mV. The cartoon inset depicts the left QD region
split into a larger QD (white circle) and a smaller QD (green circle) and a single
QD (yellow circle) in the right QD region. The colored dashed lines with different
slopes identify charge transitions in each of the three QDs. The region of the
stability diagram that we subsequently focus on is indicated by the open white
circle on the right. Note that after capturing the global stability diagram and
before starting the detailed examination of the target region, there was some
drifing in gate voltage of the charge transition lines, and also some minor
adjustment of gate voltage was necessary to measure the current. (c) Charge
detection signal, dlcs/dVR, in arbitrary units, and (d) transport signal, Ipqp, as a
function of V| and VR in the vicinity of the triangles of interest at zero B-field.
Here, Vsp=—0.5mV (electrons flow from the left side to the right side of DQD).
The number of electrons on the left and right QDs in the various regions around
the triangles is indicated in parentheses.

Vr in the vicinity of the two overlapping triangles from the same
pair of triple points of interest at 0 T. Here, Vsp=—0.5mV: for
negative bias polarity, the electrons flow from the left side to the
right side of the DQD. As we will discuss soon, this is the direction
for which spin blockade is not seen near-zero field. From the full
stability diagram, N for the right QD is determined to be two, and
M for the larger QD on the left side, hereafter called the “left QD”
for simplicity, is inferred to be an odd number: see Fig. 2(c), the
charge states in various regions relevant to our discussion are given
in terms of M and N.

Figure 3 shows the same transport triangles as those in Fig. 2,
although now for both bias polarities. In forward bias
(Vsp=+0.5mV), the current feature at the base region of the trian-
gles (indicated by the asterisk) is clear at 0T [panel (a)], but is
diminished when a B-field is applied [see panel (b) for the case of
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B=1T and panel (c) for the case of B=2T]. Panels (d) and (e),
respectively, show the corresponding transport triangles in reverse
bias (Vsp=—0.5mV) at 0 and 4 T. The current feature along the
base of the triangle is seen not only for 0 T but also for all finite
fields. We attribute the general suppression of the current feature at
the base of the triangles at the finite field in forward bias but not in
reverse bias to the PSB effect.”””**® The lifting of the spin blockade
in forward bias at (and in the vicinity of) zero field due to mixing
with nuclear spin is expected and we examine this further below.”
Accounting for inert core singlet states formed from electron pairs
occupying single-particle levels in each QD,” " we deduce that in
forward bias, neglecting spin, the effective electron (hole) cycle
(1,0)—(1,1)=(2,0)—(1,0) [(2,1)—(1,1)—(2,0)—(2,1)] is energeti-
cally allowed: the numbers in the parentheses indicate the valence
electrons on the left and right QDs. Including spin, however, the
step (1,1)—(2,0) is blockaded when sooner-or-later the (1,1) triplet
state becomes occupied.””***® The current is suppressed if mecha-
nisms capable of flipping spin are inoperative or higher-lying
single-particle states in the down-stream QD become available. In
contrast, in reverse bias, the effective electron (hole) cycle
(L,0)=(2,00—>(1,1)=(1,0)  [(2,1)=(2,0)=>(1,1)>(2,1)]  operates
freely.

We now take a closer look at the behavior of the current
flowing through the DQD in forward bias in the vicinity of zero
field. Figure 4(a) shows the detuning dependence of Ipgp along a
section through the transport triangles (perpendicular to the base
of the triangles) at Vsp=+0.5mV for a B-field stepped through
zero field. The elevated leakage current near 0T signifying the
lifting of spin blockade is a hallmark of mixing with nuclear
spin.” >’ Through the hyperfine interaction an electron spin may
“flip-flop” with a nuclear spin located in one of the QDs. By this
process, the blockaded (1,1) triplet can be converted to a (1,1)
singlet and current can flow.”” Figure 4(b) shows a typical Ipgp Vs
B cross section through the plot in panel (a), as indicated by the
dashed line, in the inelastic tunneling regime, at a detuning corre-
sponding to Vg = —0.7463 V. The characteristic peak shape was first
discussed in Ref. 36: see also Ref. 39. We note that the inverse
dependence whereby current is suppressed at zero field but recovers
at finite field is expected when another mechanism capable of flip-
ping electron spin, namely, spin-orbit interaction, is operative: see,
for example, Ref. 40. In GaAs where spin-orbit interaction for elec-
trons is weak, compared to, for example, InAs, we expect the influ-
ence of nuclear spin to be more significant near-zero field: see also
Refs. 41 and 42 for further detailed discussions. We note that in
our experiments here, where the DQD is aligned along the [001]
direction and the B-field is applied parallel to the [110] direction,
for electrons tunneling in the direction along the DQD axis, the
linear Dresselhaus spin-orbit field is zero, and since the Rashba
spin-orbit field is parallel to the applied B-field, the flipping of the
electron by the spin-orbit interaction is expected to be ineffective
(see Refs. 19 and 20). Furthermore, a peak in the current broader
than 300 mT, in the elastic tunneling regime (zero dot detuning),
was attributed to a spin flip co-tunneling process with the source
lead in silicon DQDs for which there are few nuclear spins.”” We
stress our discussion of the peak in Fig. 4(b) below is in the inelas-
tic tunneling regime. While co-tunneling contributions to the
leakage current throughout the plot in Fig. 4(a) cannot be ruled
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Vsp = 0.5 mV Vsp = 0.5 mV

Vr (V)

VR (V)
VR (V)

out, in contrast to what is shown in Ref. 43, we see no broad
current peak at zero dot detuning, and nor does the current peak
dramatically broaden in width as zero detuning is approached.
Also, the leakage current profile at zero B-field in Fig. 4(a) is dra-
matically different from that in Ref. 43, but similar to profiles
reported in Ref. 36 where a co-tunneling argument is not invoked.
The fluctuating nuclear magnetic field seen by an electron
spin in a QD via the hyperfine interaction is ~A/g*mg+/N, where
A, g% up, and N, respectively, are the hyperfine constant
(~130 ueV for GaAs that incorporates nuclear spin I =3/2 relevant
for Ga and As isotopes44’45), the effective electron g-factor, the
Bohr magneton, and the typical number of nuclei over which elec-
tron wave function is spread.”® Following the model for the B-field
dependence of the inelastic leakage current described in Ref. 36,
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Vsp = 0.5 mV

FIG. 3. (a)~(c) Transport triangles
plotted as dlpqp/dVR, in arbitrary units,
in  forward bias (Vsp=+0.5mV)
showing a clear current feature along
the base (indicated by an asterisk) at
0T (spin blockade is lifted due to
mixing with nuclear spin), and a sup-
pressed current feature due to spin
blockade along the base at 1 and 2 T.
(d) and (e) Corresponding transport tri-
angles in reverse bias (Vsp=—0.5mV)
showing clear current feature along
base at 0 and 4T (spin blockade is
absent). The transport triangles in
some of the panels are impacted by
telegraph noise and jumps in the
charge stability diagram due to random
charge trapping events in the material.

0.10

o
C“DQD/dVR (arb.)

further discussed in detail in the work of Jouravlev and Nazarov,"”
we fit the peak shape in Fig. 4(b) to a Gaussian and determine a
standard deviation 6 =19 + 1 mT. We note that in the discussion in
Ref. 47 a peak with a flat-top can be expected, however, there is
insufficient density in B-field and signal-to-noise ratio of the data
points in our measurements to discern the flat-top. Since our inter-
est is in the width of the peak, we applied a simple Gaussian fit
instead of applying the functions in Ref. 47. As shown in Fig. 4(c),
the value of ¢ ascertained by this fitting procedure is found to be
~20 mT throughout the inelastic tunneling regime. Since the value
of ¢ extracted varies less than 20% throughout the range of detun-
ing shown in Fig. 4(c), we consider that the peak width is princi-
pally determined by the size of the nuclear field rather than
inter-dot tunnel coupling: see Ref. 47 for a detailed discussion. In

(@) Ipap (PA) (b) Vg =-0.7463 V (c)
—-0.744 r T T — 40
3.0 I
Vsp = 0.5 mV
8
—-0.745 30 r 1
E .2 e W’M
« —0.746 a = 20 4
> i 4 g S
—-0.747 4 2 10 1
0
-150 0 150 —-0.747 —0.746

B (mT)

Ve (V)

FIG. 4. (a) Detuning dependence of Ipqp along a section through the transport triangles (at the center of, and perpendicular to, the base of the triangles) in forward bias
(Vsp=+0.5mV) for a B-field stepped in small increments through zero fields. The elevated signal (leakage current) near O T reflects the lifting of spin blockade due to
mixing with nuclear spin. The base of the transport triangles is near Vg=—0.7455V (corresponding to zero dot detuning). The raw data have been shifted by a small
amount along the B-field axis to account for a small magnetic field offset. (b) Typical Ipqp Vs B cross section, indicated by a dashed line in (a), in the inelastic tunneling
regime, at detuning corresponding to Vg=—0.7463V and Gaussian fit giving a standard deviation c=19+1mT. (c) ¢ vs detuning throughout the inelastic tunneling

regime: o is ~20 mT over the gate voltage range shown.
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comparison, ¢ ~ 5 mT is reported in the work of Koppens et al. for
a DQD fabricated from a GaAs/AlGaAs hetero-structure grown on
a standard (001) substrate.” Assuming the QDs in their work
and ours are comparable in size (N ~ 10°), this would suggest the
electronic g-factor is lower for our DQD fabricated from a
GaAs/AlGaAs QW grown on a (110) substrate by about a factor of
four, i.e.,, g* ~ 0.1 [taking the magnitude of the g-factor relevant for
the (001) substrate case to be ~0.4]. The reduced electron g-factor
in our case is reasonable and consistent with the value determined
by a photoluminescence technique reported by Hiibner et al. of
0.16 in magnitude for 12nm wide (110)-oriented, GaAs/
Aly3,GagggAs single QW with B || [110].”" Although the g-factor
for a QD is expected to be predominately determined by the
g-factor for the QW through selection of the well width at growth,
aside from anisotropy with respect to the applied B-field direction,
there can be some modification due to the imposed lateral confin-
ing potential and charge disorder in the hetero-structure.***’

V. CONCLUSION

In summary, we have estimated the electron g-factor for a QD
circuit fabricated from a GaAs/AlGaAs QW structure grown on a
(110) GaAs substrate. The in-plane g-factor of absolute value ~0.1,
for B parallel to the direction [110], determined from the profile of
the leakage current near-zero field due to blockaded electron spin
mixing with the nuclear spin of the host material via the hyperfine
interaction is consistent with that reported in a work whereby the
g-factor is determined by optical means for a similar QW struc-
ture.”’ We believe the report here describes the first demonstration
of a gate-defined QD circuit, also with charge detection capability,
on a (110) GaAs substrate. Our work gives motivation for future
improvements in the quality of GaAs-based materials grown on
(110) substrates, namely, to raise the mobility and ameliorate the
current tendency for potential fluctuations leading to the formation
of incidental QDs, as well as charge instabilities such as telegraph
noise or drift in the charge stability diagram due to random charge
trapping events. Our demonstration is a necessary step toward
employing QWs grown in low symmetry directions such as [110]
that offer desirable g-factor properties for electrons, and potentially
holes, for applications such as coherent photon-to-spin conversion
and photo-spin manipulation.”””" The spin-orbit interaction
anisotropy offered by (110)-oriented GaAs quantum well for
quantum dot circuits is a further avenue of exploration.
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